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Test Report 
 

 Appl icant: DAE HA CO., LTD Submitted Date : 2023. 02. 07 

 Address : 9F, DAE HA BLDG 499, Gangseo-ro, Gangseo-gu, Seoul, Korea                       Is sue Date          :              2023. 02. 10 

 Buyer: Sel f Reference Revised Date    :              2023. 03. 20 
 

Sample Description 

Sample Category - 

Item Name DTF FILM 

Style No - 

Color (A) DTHM, (B) DTHG, (C) DTCG 

Brand Name DTF FILM 
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Jack Kim 
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Authenticity check 

Prepared By : 
For Intertek Testing Services Korea Ltd. 

   

   
Jade Jang 

Technical Manager 

※ You can verify the forgery and authenticity by the barcode at the end of this document.
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Test Result 

 

Test Item (A) (B) (C) 

Phthalate Contents Pass Pass Pass 

Total Lead Pass Pass Pass 

 
 

NOTES :  

· Pass/ Fail Judgement : CPSIA section 108(a), CPSIA section 101(a)(2) 

· (**) : No Comment  

· (-) : Not Conducted 
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1) Phthalate Contents (%, w/w) 

        CPSC-CH-C1001-09.4  

 

Classification Test Result Requirement 

 (A) (B) (C)  

Dibutyl Phthalate (DBP) <0.01 <0.01 <0.01 - 

Diethyl Hexyl Phthalate (DEHP) <0.01 <0.01 <0.01 - 

Benzyl Butyl Phthalate (BBP) <0.01 <0.01 <0.01 - 

Di-iso-nonyl phthalate (DINP) <0.01 <0.01 <0.01 - 

Di-n-hexyl phthalate (DnHP,DHEXP) <0.01 <0.01 <0.01 - 

Diisobutyl phthalate (DIBP) <0.01 <0.01 <0.01 - 

Dicyclohexyl phthalate (DCHP) <0.01 <0.01 <0.01 - 

Di-n-pentyl phthalate (DPP, DPENP, DnPP) <0.01 <0.01 <0.01 - 

Sum of Phthalate <0.1 <0.1 <0.1 <0.1 

 

Remark) Detected Limit – 0.01% = 100 ppm = 100 mg/kg 

< : Less than  

 

2) Total Lead (mg/kg) 

CPSC-CH-E1002-08.3  

 

Classification Test Result Requirement 

 (A) (B) (C)  

 N.D. N.D. N.D. Max. 90 mg/kg  

 
Remark) N.D. : Not Detected (Less than 20mg/kg), Detection Limit: 20mg/kg  

 
 
 
 

 
---------------------------------------------------------------------------------------End Of Report--------------------------------------------------------------------------------- 

Except Where Explicitly agreed in wri ting, all work and services performed by Intertek is subject to our s tandard Terms and Conditions which 
can be obtained at our website : http://www.intertek.com/terms/. Intertek’s responsibility and liability are l imited to the terms and 
conditions of the agreement. 

 
This  report is made solely on the basis of your instructions and/or information and materials supplied by you and provide no warranty on the 
tested sample(s) be truly representative of the sample source.  
The report i s not intended to be a  recommendation for any particular course of action, you are responsible for acting as you s ee fit on the 
basis of the report results. Intertek is under no obligation to refer to or report upon any facts or circumstances which are outside the specific 
instructions received and accepts no responsibility to any parties whatsoever, following the i ssue of the report, for any matters arising outside 
the agreed scope of the works. This report does not discharge or release you from your legal obligations and duties to any other person. You 
are the only one authorized to permit copying or distribution of this report (and then only in i ts entirety). Any such parties to whom this 
report may be ci rculated rely on the content of the report solely at their own risk. 
 

This  report shall not be reproduced, except in full.  
This  report is not related to the scope of Korea laboratory accreditation scheme. 
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